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thermalblockrc

Figure 1: Schematic of the thermal macromodel.
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Ezample:

ThermalBlockRC:b100 1001 2 1003 4 1005 6 1007 dn= 2.1406 ds= 0.0000 de= 2.3902
+dw= 0.0000 dt= 0.0000 db= 0.0000 kmx = 146 kmy = 146 kmz = 170 kild = 1.1

+kbulk = 1.1 dfactor=vdf 1x=246.7u ly=261.915u habove= 0.4u hbelow = 6.24u
+rho = 2300 cbulk = 710
Model Parameters:
Name | Description Units Default
dn | Density of metal in the North direction metal/m2 0
ds | Density of metal in the South direction metal/m2 0
de | Density of metal in the East direction metal/m2 0
dw | Density of metal in the West direction metal/m2 0
dt | Density of metal in the Top direction metal/m2 0
db | Density of metal in the Bottom direction metal/m2 0
kmx | Thermal conductivity of metal in direction x W/m.K 0
kmy | Thermal conductivity of metal in direction y W/m.K 0
kmz | Thermal conductivity of metal in direction z W/m.K 0
kild | Thermal conductivity of active layer dielectric W/m.K 0
kbulk | Thermal conductivity of bulk material W/m.K 0
1x | Length of block(metal) in X direction m 0.0
ly | Length of block(metal) in Y direction m 0.0
habove | Height of tier above the Silicon island in Z direction m 0.0
hbelow | Height of tier below the Silicon island in Z direction m 0.0
dmx | Distance between metal in X direction m 0.0
dmy | Distance between metal in Y direction m 0.0
rho | Density of bulk material kg/m3 0.00
cbulk | Heat capacity of bulk material J/kg.K 0.0
dfactor | Vertical Metal density factor 0




CONNECTING MULTIPLE BLOCKS
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Figure 2: Schematic of 4 horizontally adjacent grid blocks in the X-Y direction of a layer.



Standard Calculations
Calculation of cross-sectional areas from % density numbers:

AN —metal = % * Ly * (habove + hbelow)
AN—_die = 100;% * Ly * (Rabove + Nbetow)
AS—metal = % * I * (habove + Pbetow)
As_die = 1001_% * 1y * (Rabove + Poelow)
AE-—metal = % * Iy * (habove + Pbetow)
Ap—die = 1001_% * 1z * (Rabove + Poelow)
AW —metal = % * 1y * (Rabove + Nbelow)
Aw —die = 1001_% 1z % (Rabove + Pbelow)
Atop-metal = "0 4 1, %1,
Asopaie =~ 1w,
Apottom—metal = % g %1y
Apotam e =+ 0O 1,

Calculation of metal and die resistances:

ly

Rmeetal =
2% knm: * AN—nLetal
l
RN _die = -
2 % kpuik * AN _die
lz
Rsfmetal =
2 % ke * As_metal
Lz
RS*die =
2 % kpuik * As—die
RE_metat = by
—metal —
2% km'y * AE—metal
l
RE—die = N
2 % kpuik * Ap—die
R - Ly
W —metal — A
2% kmy * AW —metal
l
Yy
Ry _gie =

2 % kpuik * Aw —die
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habove

op—metal — .
Ry D tal 2% Ky * Atop—metal ( )
habove
L 22
top—die 2 % kpyik * Atopfdie ( )
hbelow

— == 2

Rbelow metal 2 % kmz * Abelow—metal ( 3)
h elow

Rbelowfdie = - (24)

2% kild * Abelmu—die

Total Thermal Resistance: If the cross-sectional area of metal is zero, the resistance is
the same as the die resistance. If not the resistance is calculated as the parallel combination
of the metal and die resistances in direction d:

- Rdfmetal * Rdfdie

Ry = 25
Rd—metal + Rd—die ( )
Effective Thermal Conductivities:
ZI/(RN + Rs)
kotre = 26
l ly * (habove + hbelow) ( )
ly/(Rg + Rw)
kepry = —2 27
ef1y la * (habove + hbelow) ( )
keffz _ (habove + hbelow)/(Rtop + Rbottom) (28)
le %1y
Thermal Capacitance:
Cbulk = p*C* la: * ly * habove + hbelow (29)
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